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Gold Shine 150 9 55 75 214 13 >300 >100 >400 n/m >400 n/m NDE Pass NDE 7

Black Shine 150 9 55 75 214 13 >300 >85 >400 n/m >400 n/m NDE Pass NDE 7

Silver Shine 150 9 55 75 214 13 >300 >90 >400 n/m >400 n/m NDE Pass NDE 7

Champagne  
Diamond 150 9 40 75 199 15 >250 >90 >400 n/m >400 n/m NDE Pass NDE 7

Silver Diamond 150 9 40 75 199 15 >250 >90 >400 n/m >400 n/m NDE Pass NDE 7

Green Diamond 150 9 40 75 199 15 >250 >90 >400 n/m >400 n/m NDE Pass NDE 7

Blue Diamond 150 9 45 75 204 16 >250 >90 >400 n/m >400 n/m NDE Pass NDE 7

Pink Diamond 150 9 45 75 204 16 >250 >90 >400 n/m >400 n/m NDE Pass NDE 7

Purple Chameleon 150 9 47 75 206 15 >250 >90 >400 n/m >400 n/m NDE Pass NDE 7

Green Chameleon 150 9 47 75 206 15 >250 >90 >400 n/m >400 n/m NDE Pass NDE 7
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